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A novel electrochromic device (ECD) was constructed with two same-

material electrochromic layers deposited on indium-tin oxide (ITO)-

coated glass substrates, a double-sided ITO-coated glass substrate,

and a gel electrolyte. The device exhibited fast coloration/bleaching

response and significantly enhanced optical modulation and colora-

tion efficiency compared to traditional ECDs.
Optical properties of electrochromic (EC) materials can be
changed reversibly and continuously by applying a low-voltage
signal. Electrochromic devices (ECDs) composed of electro-
chromic materials, which allow the control of color cycles, have
been extensively studied because of their wide applications in
information displays,1,2 rear-view mirrors,3 smart windows,4,5

and so on. To produce commercially viable ECDs, long-term
cyclic stability, short response time, high coloration efficiency
(CE), large optical modulation, and high initial transparency are
the most important requirements. As an inorganic electro-
chromic material, tungsten trioxide (WO3) has been most
extensively studied because of its outstanding ion-transport
properties and strong adhesion to the substrate.6 Poly(3,4-
ethylenedioxythiophene) (PEDOT), which is known for high
optical contrast, and remarkable CE, has been regarded as the
best conducting polymer available in terms of conductivity and
stability.7,8 Moreover, WO3-based and PEDOT-based ECDs
exhibit large optical modulation with a small charge insertion
or extraction,9,10 which are desirable advantages for a range of
applications.
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Compared with single-layered ECDs, it is well known that
ECDs containing complementary electrochromic layers could
further improve the EC performance such as optical modula-
tion, CE, and cyclic stability.11–13 As the two layers are always of
different coloration types, such as ECDs composed of WO3 and
NiO,12 where WO3 is known as the typical cathodic coloration
material and NiO as the typical anodic coloration material, two
kinds of preparation methods are needed to obtain the
complementary electrochromic layers. Therefore, a big chal-
lenge faced by scientists is to design novel ECDs with a simple
preparation method and enhanced electrochromic perfor-
mance. ECDs containing two same-material electrochromic
layers seem to be promising alternatives to the complementary
devices. In addition to high optical modulation and CE, like
those of the complementary devices, the two electrochromic
layers can be prepared by one method. Thus, this type of ECDs
can be fabricated and controlled easily. However, to the best of
our knowledge, there have been very few studies on ECDs con-
taining two same-material electrochromic layers.

In this work, we attempted to design a novel ECD (referred to
as NECD) using WO3 and PEDOT as electrochromic materials.
The WO3 and PEDOT lms were prepared by cathodic electro-
deposition and electropolymerization, respectively. Each NECD
was constructed with two sheets consisting of the same elec-
trochromic material deposited on ITO-coated glass substrate, a
double-sided ITO-coated glass substrate, and a gel electrolyte.
Increased optical modulation and coloration efficiency were
demonstrated by the resulting NECDs.

In a typical procedure, three-dimensionally ordered macro-
porous (3DOM) WO3 lms were prepared by cathodic electro-
deposition in an ice-water-bath mixture of Na2WO4, 30% H2O2,
and H2SO4 into polystyrene (PS) colloidal crystal templates
grown on the ITO-coated glass substrates. As an additional
example, the PEDOT lms were obtained by electro-
polymerization using 1-butyl-3-methylimidazolium hexa-
uorophosphate ([Bmim]PF6) containing 0.1 M 3,4-
ethylenedioxythiophene (EDOT) on the exposed ITO-coated
glass substrate (see the Experimental section in ESI†). The
RSC Adv., 2015, 5, 803–806 | 803
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double-sided ITO-coated glass substrate was then sandwiched
between the electrochromic-material sides of the two ITO-
coated glass substrates, and a gel electrolyte composed of a 1
M solution of LiClO4 in propylene carbonate (PC) mixed with
polymethylmethacrylate (PMMA) was introduced between the
two electrodes by capillary action. Finally, the cell was sealed
with epoxy, as shown schematically in Fig. 1. For comparison, a
single-layered WO3-ECD and a single-layered PEDOT-ECD were
also prepared.

The characterization results of WO3 and PEDOT lms are
summarized in Fig. 2. As can be seen in Fig. 2(a), owing to
replication of the 3D ordered structures of the colloidal crystal
templates, all WO3 lms grown directly on the ITO layers dis-
played highly periodic honeycomb structures with nanoscale
walls throughout their entire volumes. The nanoscale walls
could signicantly decrease the diffusion length of Li+ ions
during electrochromic processes. Because of shrinkage during
electrodeposition, the macroporous structures became slightly
deformed. Such a hierarchical porous structure is expected to
not only provide continuous pathways for electron transport,
but also increase the number of possible intercalation sites. In
the XRD pattern of the electrodeposited 3DOM WO3 lm
Fig. 1 (a) Schematic illustration of an NECD. Photos of a (b) colored
and (c) bleached PEDOT-based NECD.

Fig. 2 Characterization of WO3 and PEDOT films. (a) SEM image of the
3DOM WO3 film with pore size of 440 nm. (b) XRD pattern of the
3DOM WO3 film. (c) SEM image of the PEDOT film. (d) Raman spec-
trum of the as-synthesized PEDOT.

804 | RSC Adv., 2015, 5, 803–806
(Fig. 2(b)), all peaks can be indexed as the planes of ortho-
rhombic WO3, which matches JCPDS card no. 81-1173.

The morphology of the PEDOT lm, shown in Fig. 2(c),
reveals that the relatively dense lms prepared by electro-
polymerization had uniform thickness, and the thickness of the
composite layer was dependent on the quantity of charge
consumed during the preparation processes.

The in situ vibrational spectra of PEDOT were obtained by
Raman spectroscopy. A number of well-dened bands
assigned to PEDOT vibrations were found in the region of 500–
2000 cm�1, as shown in Fig. 2(d). The Raman spectrum of a
dedoped PEDOT lm recorded using 633 nm excitation shows
features that are consistent with the positions and assign-
ments of the bands for neutral PEDOT previously reported by
Garreau et al.14 using 1064 nm excitation. Owing to the vibra-
tions of the neutral structure in PEDOT, the peaks at 1540,
1422, 1367, 1252, 1097, 988, 699, and 577 cm�1 are assigned to
asymmetric Ca]Cb stretching, symmetric Ca]Cb(–O)
stretching, Cb–Cb stretching, Ca–Ca0 (inter-ring) stretching,
C–O–C deformation, oxyethylene ring deformation, symmetric
C–S–C deformation, and oxyethylene ring deformation,
respectively.

Fig. 3 shows the electrochromic performances of theWO3-ECD
and WO3-NECD. The optical transmittance spectra in Fig. 3(a)
weremeasured at a wavelength of 700 nmwith alternately applied
potentials of +3 and �3 V for 20 s each; the corresponding
photographs of the NECD fabricated from 3DOMWO3 are shown
in Fig. 3(d). The color of both the WO3-ECD and WO3-NECD
switched between colorless (bleached state) and deep blue
(colored state) with variations in the electric potential. From
the transmittance spectra, it can be seen that the optical
transmittance of the WO3-ECD was 78% in the bleached
Fig. 3 Electrochromic performances of WO3-ECD and WO3-NECD.
(a) Change in optical transmittance versus time. (b) Chro-
noamperometry curves obtained by applying a pulsed potential of �3
V for 20 s for each state. (c) Corresponding transmittance variations
and characteristic switching times between the colored and bleached
states at a wavelength of 700 nm. (d) Photographs of the WO3-NECD
under potentials of +3 and �3 V, respectively.

This journal is © The Royal Society of Chemistry 2015
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Fig. 4 Electrochromic performances of a PEDOT-ECD and a
PEDOT-NECD. (a) Change in optical transmittance versus time. (b)
Chronoamperometry curves by applying a pulsed potential of�3 V for
10 s for each state. (c) Corresponding transmittance variations
and characteristic switching times between the colored and
bleached states at a wavelength of 580 nm. (d) Photographs of the
PEDOT-NECD under potentials of +3 and �3 V.

Communication RSC Advances

Pu
bl

is
he

d 
on

 1
2 

N
ov

em
be

r 
20

14
. D

ow
nl

oa
de

d 
by

 H
ar

bi
n 

In
st

itu
te

 o
f 

T
ec

hn
ol

og
y 

on
 1

2/
01

/2
01

5 
06

:1
5:

56
. 

View Article Online
state (3 V) and 50% in the colored state (�3 V), while the
corresponding values for the WO3-NECD were 75% and 27%,
respectively. The transmittance variation of the WO3-NECD
reached about 48%, which is much higher than the varia-
tions of the WO3-ECDs of 28% and 30%.15 It can be ascribed
to the synergetic effect of the two electrochromic layers.

The response time is dened as the time required to reach
90% of the nal change in transmittance between the steady
bleached and colored states. For the WO3-NECD, the color-
switching times from the colored state to the bleached state
(tb) and the reverse process (tc) were 3.94 and 9.22 s, respec-
tively, which are comparable with those of the WO3-ECD (2.54 s
and 7.56 s, respectively). Both the WO3-NECD and WO3-ECD
demonstrated rapid response because of the 3DOM structure,
which not only enhanced the crystallinity of the WO3 lm, thus
improving the electron conductivity for effective electrochromic
reactions, but also decreased Li+ ions diffusion distances by
maintaining a large active surface area and low mass-transport
resistance.16 It is noteworthy that the bleaching time is quite an
outstanding value among those of tungsten-oxide-based ECDs
in previous reports.15,17–19

Another important criterion for evaluation of the electro-
chromic performance of ECDs is CE, which represents the
change in the optical density (OD) per unit charge density (Q/A),
which is the change of the charge (Q) consumed per unit elec-
trode area (A) during switching. It can be calculated according
to the following equations:

CE ¼ DOD/Q

DOD ¼ log(Tb/Tc)

where Tb and Tc refer to the bleached and colored trans-
mittance, respectively, at a certain wavelength. The values of
CE for the WO3-ECD and WO3-NECD were calculated from the
current–time data shown in Fig. 3(b). The calculated CE value
of the WO3-NECD was 47.23 cm2 C�1, which represents an
approximate improvement of 82% compared with the CE
value of the WO3-ECD (25.94 cm2 C�1), and the value is also
superior to that of 35 cm2 C�1.15 The higher CE value indicates
that the WO3-NECD could provide large optical modulation
with small changes in amount of inserted or extracted charge.
This is a crucial parameter for practical devices since a lower
charge-insertion or -extraction rate enhances the cyclic
stability.

The structure we developed for the NECDs is powerful and
adaptable, and it can be easily extended to fabricate other
NECDs by simply choosing different EC materials (such as
MoO3, polyaniline (PANI), and viologen) and a suitable elec-
trolyte. To demonstrate the versatility of the design, we also
fabricated a PEDOT-NECD and obtained the corresponding
electrochromic measurements.

Fig. 4 shows the electrochromic performances of the
PEDOT-ECD and PEDOT-NECD. The color of the PEDOT-NECD
switched between light blue (bleached state) and deep blue
(colored state) with variations in the electric potential, while the
color of the PEDOT-ECD was lighter in both states. From the
This journal is © The Royal Society of Chemistry 2015
transmittance spectra, it can be seen that the optical trans-
mittance variation of the PEDOT-NECD at a wavelength of
580 nm reached about 58%, which is much higher than the
PEDOT-ECD's variation of 17%, and that with variation of 30%.20

For the PEDOT-NECD, the response time was 0.20 s from the
colored state to the bleached state and 1.20 s for the reverse
process, which are comparable with the values obtained for the
WO3-ECD (0.36 s and 0.39 s, respectively). The CE values of the
PEDOT-ECD and PEDOT-NECD were calculated from the
current–time data shown in Fig. 4(b). The calculated CE value of
PEDOT-NECD was 181.55 cm2 C�1, which is a �99% improve-
ment compared with PEDOT-ECD's value (91.18 cm2 C�1).
Conclusions

Rapid-response electrochromic devices based on two same-
material electrochromic layers were fabricated with WO3 and
PEDOT. The uniform and well-adhered 3DOMWO3 and PEDOT
lms were synthesized via electrodeposition and electro-
polymerization, respectively. The NECDs exhibited fast
response time (tb ¼ 3.94 s and tc ¼ 9.22 s for WO3; tb ¼ 3.05 s
and tc ¼ 4.93 s for PEDOT), good cycling stability, and high
initial transparency (75% for WO3 and 69% for PEDOT). In
addition, compared with the single-layered electrochromic
device (CE: 25.94 cm2 C�1 for WO3 and 91.18 cm2 C�1 for
PEDOT; optical modulation: 28% at 700 nm forWO3 and 17% at
580 nm for PEDOT), the NECDs demonstrated strikingly higher
CE (47.23 cm2 C�1 for WO3 and 181.55 cm2 C�1 for PEDOT) and
larger optical modulation (48% at 700 nm for WO3 and 58% at
580 nm for PEDOT), which can be ascribed to the synergetic
effect of the two electrochromic layers. The excellent electro-
chromic performances combined with the easy fabrication
RSC Adv., 2015, 5, 803–806 | 805
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process make our devices highly suitable for applications in
energy-saving smart windows and portable electronics.
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